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An investigation was carried out to characterize the effect of crack tip stress concentration factor (Kt) on fracture resistance of various 
aluminum alloys and a steel in vacuum environment. The materials investigated were peakaged 7075-T651, overaged 7075-T7351, 5083-H131, 
fully sensitized Al 5083 (175°C/240 hrs), 2024-T351, and AISI 4340 steel. Fracture mechanics wedge-opening-load (WOL) specimens were 
used in the current study. The test environment was vacuum so that the baseline fracture resistance of the material without the influence of 
environment could be determined. The results indicate: (1) in all alloys, the fracture resistance is highest for blunt-notches (smaller Kt), and is 
lowest for fatigue-sharpened precracked notches (larger Kt); (2) the fracture resistance decreases linearly as Kt increases; (3) at similar Kt levels, 
AISI 4340 steel exhibits fracture resistance about twice higher than those of the aluminum alloys; (4) the peakaged 7075-T651 and overaged 
7075-T7351 have comparable fracture resistance; (5) the fracture resistance of 2024-T351 alloy is higher than 7075 alloys; (6) the fracture 
resistances of as-received 5083-H131 (5083R) and sensitized 5083S (175°C/240 hrs) are comparable in all Kt, except at the smallest Kt = 3 
where the fracture resistance of 5083R is higher; and (7) the fracture paths are transgranular and the fracture mode is ductile void coalescence 
in all cases, irrespective of the stress concentration factor.
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INTRODUCTION 
 

The presence of cracks in engineering structures can significantly raise the local crack tip 
stresses and reduce the load-carrying capability of the structures. The extent of crack tip 
stress increases depends on the geometry and the sharpness of the crack. The sharpness of 
the crack tip stresses can be defined by a dimensionless term called “stress concentration 
factor”, Kt, which is defined as the ratio of the highest stress in the element to the 
nominal stress. 
 
Kt = σmax / σn         (1) 
 
Nominal stress represents the total stress within an element under the same loading 
conditions but without the cracks (stress concentrators). That is, the nominal stress 
computations assume that the components are smooth and uniform with no irregularities. 
If the component is flawless and has no irregularities, then the stress concentration factor, 
Kt, equals to 1. For all other components that contain flaws, Kt would be grater than 1, 
with larger Kt corresponding to a sharper crack. 
 
However, in many structural components, flaws and cracks are either present due to 
material and/or machining defects or develop during service because of corrosion and/or 
various loading conditions such as fatigue, fretting, abrasion, etc. Also, the geometry of 
the structure may cause an increase in Kt. Thus, systematic determinations of the 
influence of Kt on the fracture stress intensity factor Kq for various engineering materials 
are required for the construction of Goodman diagrams for life prediction analyses. 
Because the effect of cracks and stress concentration can be enhanced by the presence of 
aggressive environments (via stress-corrosion cracking and/or corrosion-fatigue), it is 
necessary to establish the Kt effect in an inert environment such as in vacuum, so that the 
true material’s resistance to fracture at various Kt can be established as a reference. 
 
In this study, the effect of Kt on the fracture stress intensity factor, Kq, of AISI 4340 steel, 
peakaged Al 7075-T651, overaged Al 7075-T7351, Al 5083-H131, and sensitized Al 
5083-H131 (175°C/240 hrs) are determined in a vacuum environment. The Kt varies from 
a low of 3 for a blunt notch to over 50 for a fatigue-sharpened precrack. The results are 
compiled in this report. 
 

EXPERIMENTAL PROCEDURE 
 

The materials used in this study were (1) 2.54-mm thick AISI 4340 steel, (2) 63.5-mm 
thick 7075-T651, (3) 63.5-mm thick 7075-T7351, (4) 58.4-mm thick 5083-H131 
(designated as 5083R), (5) 58.4-mm thick 5083-H131 sensitized at 175°C/240 hrs 
(designated as 5083S), and (6) 63.5-mm thick 2024-T351 plates.  
 
For fracture resistance as a function of Kt studies, wedge-opening-load (WOL) fracture 
mechanics specimens, were used. The specimen orientation for AISI 4340 was LT, for 
5083R and 5083S are SL, and for 7075-T651, 7075-T7351, and 2024-T351 were ST. The 
stress-intensity factor (K) for the WOL specimens was computed from the relationship _______________
Manuscript approved November 14, 2014. 
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(references 1 - 2): 
 
K = [P/(BW1/2)] [(2 + a/W)(0.8072 + 8.858 (a/W) – 30.23 (a/W)2              (2) 
          + 41.088 (a/W)3 – 24.15 (a/W)4 + 4.951 (a/W)5]/(1 – a/W)3/2,   
 
where P = applied load, B = specimen thickness, W = specimen width, and a = crack 
length. The notch tip radii (ρ) at the crack tip range from 3.175 mm, 0.787 mm, 0.254 
mm, 0.127 mm, 0.076 mm, and fatigue-sharpened precrack. The notch radius of 0.076 
mm is the smallest radius that can be machined using a conventional carbide cutter. The 
fatigue-sharpened precrack represents the lower limit of notch crack radius. 
 
The relationship between the local maximum stress at the notch tip (σmax) and stress 
intensity, K, is below. 
 
σmax = 2 K / (π ρ )1/2         (3) 
 
For the WOL specimen, the nominal stress at the notch tip (σn) is giving by: 
 
σn = P [1 + 3 ((W + a) / (W - a))] / [B (W - a)]    (4) 
 
Then stress concentration factor, Kt, thus can be computed from Eq. 1. 
 
All fracture resistance tests are conducted in vacuum (< 6 x 10-6 Pa background pressure) 
at ambient temperature (20°C). The step-load test method was used to determine the 
effect of Kt in AISI 4340 steel and in 7075-T651. In addition, continuous loading 
program developed by Fracture Technology Associates (FTA) in accordance to ASTM 
E399 was used for 7075-T651, 7075-T651, 2024-T351, 5083R, and 5083S (reference 3). 
After fracture resistance tests, selected 7075-T651 and 7075-T7351 fracture surfaces 
were studied by scanning electron microscopy (SEM). 
 

RESULTS AND DISCUSSION 
 
EFFECT OF STRESS CONCENTRATION FACTOR 
 
The effects of stress concentration factor, Kt, on the fracture resistance, Kq, for AISI 4340 
steel, 7075-T651, 7075-T7351, 2024-T351, as-received 5083-H131 (5083R), and 
sensitized 5083-H131 (5083S) are shown in Figs. A-1 – A-9. In all alloys, the Kq is 
highest for blunt-notches (smaller Kt), and is lowest for fatigue-sharpened precracked 
notches (larger Kt). The fracture resistance, Kq, decrease linearly as Kt increases from 3 to 
40. 
 
 The Kq in AISI 4340 steel, as shown in Fig. A-1, is more than twice higher, at a 
comparable Kt, than aluminum alloys, as shown in Figs. A-2 through A-9. This is 
because AISI 4340 steel has significantly higher strength than aluminum alloys. In AISI 
4340 steel, the fracture resistance at a very high Kt of 40 is about 110 MPa√m, which is 
significantly higher than any of the blunt-notched aluminum alloys. The fracture 
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resistance of fatigue-sharpened AISI 4340 steel is around 70 MPa√m, which is 
significantly lower than the Kq at Kt of 40 but is comparable to the Kq of blunt-notched 
aluminum alloys.  
 
The fracture resistance, Kq, for all aluminum alloys is between 30 and 80 MPa√m, for Kt 
ranging from about 3 (blunt) to fatigue-sharpened specimens. The fracture resistance of 
fatigue-sharpened aluminum alloys are comparable to the Kq of smallest machined notch 
specimens (Kt = 20). 
 
As shown in Fig. A-4, the effect of stress concentration on fracture resistance of 7075-
T651 was determined using both step-loading and continuous loading FTA test program. 
Data in Fig. A-4 indicates that there is little difference between these two methodologies. 
 
Figure A-6 compares the fracture resistance of peakaged 7075-T651 and overaged 7075-
T7351 as a function of stress concentration, Kt. As shown in Fig. A-6, the fracture 
resistances of these two aluminum alloys are comparable at each Kt. 
 
The fracture resistances of 2024-T351 and peakaged 7075-T651 at various Kt are 
compared in Fig. A-8. As shown in Fig. A-8, the fracture resistance of 2024-T351 is 
about 10 MPa√m higher than that of 7075-T651 in all Kt, except at the smallest Kt =3 
where the fracture resistance of these two alloys are comparable. The higher fracture 
resistance in 2024-T351 is probably due to its lower strength and higher ductility, when 
compared to peakaged 7075-T651. 
 
The fracture resistances of as-received 5083-H131 (5083R) and sensitized 5083S 
(175°C/240 hrs) are compared in Fig. A-9. As shown in Fig. A-9, the fracture resistance 
of 5083R and 5083S are comparable in all Kt, except at the smallest Kt =3 where the 
fracture resistance of 5083R is higher.  
 
SEM FRACTOGRAPHIC EXAMINATION 
 
The fracture surface morphology was examined by scanning electron microscopy (SEM). 
In inert vacuum environment, the fracture paths are transgranular and the fracture mode is 
ductile void coalescences in all cases, irrespective of the stress concentration factor. 
Examples of these ductile void coalescences fracture surface morphologies are shown at 
low and high Kt for 7075-T651 in Fig. A-10 and for 7075-T7351 in Fig. A-11. As shown 
in Figs. A-10 and 11, the predominant fracture mode at the notch tip is ductile void 
coalescence. 
 

CONCLUSIONS 
 

The effect of crack tip stress concentration factor on fracture resistance of AISI 4340 
steel, 7075-T651, 7075-T7351, 2024-T351, 5083-H131, and sensitized 5083 (175°C/240 
hrs) were determined in inert vacuum environment. In all alloys, the fracture resistance 
was highest for blunt-notches (smaller Kt), and was lowest for fatigue-sharpened 
precracked notches (larger Kt). The fracture resistance decreased linearly as Kt increased. 
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Because of its high strength, AISI 4340 steel exhibits fracture resistance about twice 
higher than those of the aluminum alloys, at similar Kt levels. The peakaged 7075-T651 
and overaged 7075-T7351 have comparable fracture resistance, even though peakaged 
7075-T651 is about 14% stronger than overaged 7075-T7351. The fracture resistance of 
2024-T351 alloy is higher than 7075 alloys because of its higher ductility and 
significantly lower strengths. Finally, the fracture resistances of as-received 5083-H131 
(5083R) and sensitized 5083S (175°C/240 hrs) are comparable in all Kt, except at the 
smallest Kt =3 where the fracture resistance of 5083R is higher. 
 
The fracture surface morphology was examined by scanning electron microscopy (SEM). 
In inert vacuum environment, the fracture paths are transgranular and the fracture mode is 
ductile void coalescence in all cases, irrespective of the stress concentration factor. 
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Figure A-1: Effect of Kt on fracture resistance of AISI 4340 steel. 
 
 

 
Figure A-2: Effect of Kt on fracture resistance of Al 7075-T651 (step load test). 
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Figure A-3: Effect of Kt on fracture resistance of Al 7075-T651 (FTA test). 
 
 

 
Figure A-4: Effect of Kt on fracture resistance of Al 7075-T651 (step load and FTA 
tests). 
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Figure A-5: Effect of Kt on fracture resistance of Al 7075-T7351 (FTA test). 
 
 

 
Figure A-6: Effect of Kt on fracture resistance of Al 7075-T651 and Al 7075-T7351. 
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Figure A-7: Effect of Kt on fracture resistance of Al 2024-T351. 
 
 

 
Figure A-8: Effect of Kt on fracture resistance of Al 2024-T351 and Al 7075-T7351. 
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Figure A-9: Effect of Kt on fracture resistance of as-received Al 5083 (5083R) and 
sensitized Al 5083 (5083S) in vacuum. 
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Figure A-10: Notch tip fracture surface morphology of peakaged 7075T651 in (a) 
fatigue-sharpened precracked specimen and (b) Kt = 3.12 blunt notch specimen. 
  

 (b) 7075T6ST, Kt = 3.12  

Notch 

 (a) 7075T6ST, Precracked 

Precrack 
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Figure A-11: Notch tip fracture surface morphology of overaged 7075-T7351 in (a) Kt = 
20.1 sharp notch specimen and (b) Kt = 3.12 blunt notch specimen. 
 

 (b) 7075T7ST, Kt = 3.12  

 (a) 7075T7ST, Kt = 20.1  
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